
(BSP December 2, 2002) 1 
Deck Repair Concrete for Polyester Concrete Overlays 2 
Patching concrete for further deck preparation in accordance with Section 6-09.3(6) 3 
shall be the polyester concrete mix used for the overlay. 4 


